
MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS 
AND ENVIRONMENTAL TESTING

2381 S Plaza Dr • RO. Box 3388 • Rapid City, SD 57709 
(605) 348-0111

STAN MICHALS 
BROW MINING OORP.
P.O. BOX 485 
DEADWOOD. SD 57732

_____________________________________________________________________________________________________________________________________________________________-

SAMPLE NAME: RUBY DUMP

DESCRIPTION:
SAMPLE DATE: 05/14/98

SAMPLE TIME:

SAMPLED BY:

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W1000
19960515205 
05/15/96 
06:30 AM 
05/16/96

PHYSICAL PROPERTIES

Conductivity, umhos/cm
Hardness
PH
Solids, Dissolved, mg/1 
Solids, Suspended, mg/1 
Turbidity, NTU

INORGANIC & NOTWETALLIC

Alkalinity 
Bicarbonate 
Carbonate, mg/1 
Chloride, mg/1 
Cyanide, Total, mg/1 
Cyanide, WAD, mg/1 
Cyanide, Free, mg/1 
Fluoride, mg/1 
Nitrogen, Ammonia, mg/1 
Nitrogen, Nitrate, mg/1 
Nitrogen, Nitrite, mg/1 
Sulfate, mg/1

SPECIAL TESTS

VALUE METALS ii«/1

. Aluminum

. Antimony

. Arsenic

. Barium

. Beryllium

. Boron
Cadmium
Calcium

VALUE Chromium
----------  Cobalt

. Copper

. Gold

. Iron

. Lead

. Lithium

. Magnesium

. Manganese

. Mercury

. Molybdenum

. Nickel

. Potassium

. Selenium
Si1icon 
Silver 
Sodium 
Strontium 
Vanadium 
Zinc

VALUE

ACIDITY 10420. APPROVED BY

DATE

DISSOLVED TOTAL

• •

* *



2381 S. Plaza Dr • P.O. Box 3388 • Rapid City. SD 57709 
(605) 348-0111

f---------------------------------------------------------------------------------------------------------------------------------------------------------------------------- \

STAN MICHALS 
BROHM MINING CCRP.
P.O. BOX 485 
DEAEWOOD, SD 57732

V_________________________________________________________________________________________________________________/

PHYSICAL PROPERTIES VALUE METALS mg/1

Conductivity, mhos/cm 
Hardness
PH
Solids, Dissolved, mg/1 
Solids, Suspended, mg/1 
Turbidity, NTU

INORGANIC & NON4ETALLIC

•

•

•

•

•

•

VALUE

Al minim
Antimony
Arsenic
Barium
Beryl1i in
Boron
Cadknim
Calciin
Chromium
Cobalt
CopperAlkalinity •

Bicarbonate • Gold
Carbonate, mg/1 • Iron
Chloride, mg/1 • Lead
Cyanide, Total, mg/1 • Lithium
Cyanide, WAD, mg/1 • Magnesium
Cyanide, Free, mg/1 • Manganese
Fluoride, mg/1 • Mercury
Nitrogen, Ammonia, mg/1 • Molybdenum
Nitrogen, Nitrate, mg/1 • Nickel
Nitrogen, Nitrite, mg/1 • Potassium
Sulfate, mg/1 • Seleniin

SPECIAL TESTS VALUE

Silicon
Silver
Sodium
Strontiin
Vanadium
Zinc

ACIDITY 9340. APPROVED BY

SAMPLE NAME: RUBY DUMP

DESCRIPTION:
SAMPLE DATE: 05/20/96

SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER: W1000
LAB NUMBER: 19960522212 

DATE RECEIVED: 05/22/96 
TIME RECEIVED: 06:45 AM 

REPORT DATE: 05/23/96

DISSOLVED TOTAL

DATE



2381 S Plaza Dr. • PO. Box 3388 • Rapid City, SD 57709 
(605) 348-0111

*

STAN MICHALS 
BROHM MINING 
P.0, BOX 485

COUP.

N

DEADWOOD, SD 57732
V-__________

SAMPLE NAME: RUBY DUMP

DESCRIPTION:
SAMPLE DATE: 05/20/96

SAMPLE TIME:

SAMPLED BY:

ACCOUNT NUMBER: W1000
LAB NUMBER: 19960522212 

DATE RECEIVED: 05/22/96 
TIME RECEIVED: 06:45 AM 

REPORT DATE: 05/23/96

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL

Conductivity, umhos/cm . Aluminum « •
Hardness . Antimony • •
PH Arsenic •
Solids, Dissolved, mg/1 , Bar nm • •
Solids, Suspended, mg/1 Beryllium • •
Turbidity, NTU Boron • •

Cadmiun • •
Calcium • t

INORGANIC At NOtWETALLIC VALUE Chromium • •
— Cobalt • •

Alkalinity , Copper • f •
Bicarbonate , Gold • •
Carbonate, mg/1 , Iron • •
Chloride, mg/1 Lead •
Cyanide, Total, mg/1 , Lithium t
Cyanide, KAD, mg/1 Magnesium • •
Cyanide, Free, mg/1 . Manganese « •
Fluoride, mg/1 . Mercury • t ,

Nitrogen, Aranonia, mg/1 , Molybdenum • •
Nitrogen, Nitrate, mg/1 Nickel • •
Nitrogen, Nitrite, mg/1 . Potassium • •
Sulfate, mg/1 . Seleniian • •

Silicon • t
• Silver • •

Sodium • •
Strontium • •
Vanadium • •
Zinc • t

SPECIAL TESTS VALUE



TESTING LABORATORIES. INC.
HIGH TFCHNOLOGY OIL ANALYSIS 
AND ENVIRONMENTAL TESTING

MID-CONTINENT

2381 S. Plaza Dr • PO. Box 3388 • Rapid City. SD 57709 
(605) 348-0111

' '

STAN MICHALS 
BROHM MINING OORP.
P.O. BOX 485 
DEADWOOD, SD 57732

—------------------------------------------------------------------------------------------------------------------------------------------------------------------------i

PHYSICAL PROPERTIES VALUE METALS mg/1

Conductivity, umhos/cm • Aluminum
Hardness • Antimony
PH • Arsenic
Solids, Dissolved, mg/1 • Barium
Solids, Suspended, mg/1 • Beryl 1ium
Turbidity, NTU • Boron

Cackniura
Calcium

INORGANIC & N0NI4ETALLIC VALUE Chromium
Cobalt
CopperAlkalinity •

Bicarbonate • Gold
Carbonate, mg/1 • Iron
Chloride, mg/1 • Lead
Cyanide, Total, mg/1 • Lithium
Cyanide, WAD, mg/1 • Magnesium
Cyanide, Free, mg/1 • Manganese
Fluoride, mg/1 • Mercury
Nitrogen, Ammonia, mg/1 • Molybdenum
Nitrogen, Nitrate, mg/1 • Nickel
Nitrogen, Nitrite, mg/1 • Potassium
Sulfate, mg/1

SPECIAL TESTS

•

VALUE

Selenium
Silicon
Silver
Sodium
Strontiian
Vanadium
Zinc

ACIDITY 4200. APPROVED BY

DATE

SAMPLE NAME: RUBY DUMP

DESCRIPTION:
SAMPLE DATE: 05/28/96

SAMPLE TIME:

SAMPLED BY:

ACCOUNT NUMBER: W1000
LAB NUMBER: 19960529211 

DATE RECEIVED: 05/29/96 
TIME RECEIVED: 06:30 AM 

REPORT DATE: 05/29/96

DISSOLVED TOTAL



2381 S. Plaza Dr • PO Box 3388 • Rapid City, SD 57709 
(605) 348-0111

(------------------------------------------------------------------------------------------ 'l

STAN MICHALS 
BROHM MINING CORP.
P.O. BOX 485 
DEADWOOD, SD 57732

k_________________________________________________________________________________________________________________ -

SAMPLE NAME: RUBY DUMP

DESCRIPTION:
SAMPLE DATE: 05/28/96

SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W1000
19960529211 
05/29/96 
06:30 AM 
05/29/96

PHYSICAL PROPERTIES

Conductivity, imhos/cm
Hardness
PH
Solids, Dissolved, mg/l 
Solids, Suspended, mg/1 
Turbidity, NTU

INORGANIC & NONMETALLIC

Alkalinity 
Bicarbonate 
Carbonate, mg/1 
Chloride, mg/1 
Cyanide, Total, mg/1 
Cyanide, WAD, mg/l 
Cyanide, Free, mg/l 
Fluoride, mg/l 
Nitrogen, Ammonia, mg/l 
Nitrogen, Nitrate, mg/l 
Nitrogen, Nitrite, mg/l 
Sulfate, mg/l

SPECIAL TESTS

VALUE METALS mg/l

. Aluminum

. Antimony

. Arsenic

. Barium

. Beryllium

. Boron
Cadmium
Calcium

VALUE Chromi um
----------  Cobalt

. Copper

. Gold

. Iron

. Lead

. Lithium

. Magnesium

. Manganese

. Mercury

. Molybdenum

. Nickel

. Potassium

. Selenium
Silicon 
Silver 
Sodium 
Strontium 
Vanadium 
Zinc

z'' /

VALUE

ACIDITY 4200. APPROVED BY

DISSOLVED TOTAL

Ajl£L

rtf,

(7
DATE



TESTING LABORATORIES, INC.
high TECHNOLOGY Oil analysis 
ANO ENVIRONMENTAL TESTING

MID-CONTINENT

2381 S. Plaza Dr • PO Box 3388 • Rapid City, SD 57709 
(605) 348-0111

—------------ ---------------------------------------------------------------------------------------------------------------- -------- ------------------------------------N

STAN MICHALS 
BROWi MINING OCRP.
P.O. BOX 485 
DEADWOOD, SD 57732

s________________________________________________________________________________________________________________J

SAMPLE NAME: RUBY DUMP

DESCRIPTION:
SAMPLE DATE: 06/03/96

SAMPLE TIME:

SAMPLES BY:

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVES: 
TIME RECEIVES: 

REPORT DATE:

W1000
19960604209 
06/04/96 
06:30 AM 
06/05/96

PHYSICAL PROPERTIES VALUE METALS ng/1 DISSOLVES TOTAL

Conductivity, umhos/cm 
Hardness
PH
Solids, Dissolved, mg/1 
Solids, Suspended, mg/1 
Turbidity, ffTU

INORGANIC & NCTMETALLIC

•

a

•

•

•

•

VALUE

Aliminim
Antimony
Arsenic
Barium
Beryllium
Boron
Cacknium
Calcium
Chromium
Cobalt
CopperAlkalinity •

Bicarbonate • Gold
Carbonate, mg/1 • Iron
Chloride, mg/1 • Lead
Cyanide, Total, mg/1 • Lithium
Cyanide, WAD, mg/1 • Magnesium
Cyanide, Free, mg/1 • Manganese
Fluoride, mg/1 • Mercury
Nitrogen, Ammonia, mg/1 • Molybdenum
Nitrogen, Nitrate, mg/1 • Nickel
Nitrogen, Nitrite, mg/1 • Potassium
Sulfate, mg/1 • Selenium

SPECIAL TESTS VALUE

Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

ACIDITY 6120. APPROVES BY: 

DATE:



2381 S. Plaza Dr. • P.O. Box 3388 • Rapid City, SD 57709 
(605) 348-0111

/------------------------------------------------- ----- - ' **N

STAN MICHALS 
BROW MINING CORP.
P.O. BOX 485 
DEADWOOD, SD 57732

>,______________________________________________________________

SAMPLE NAME: RUBY DUMP

DESCRIPTION:
SAMPLE DATE: 06/03/96

SAMPLE TIME*.

SAMPLED BY:

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W10GO
10960604209 
06/04/96 
06:30 AM 
06/05/96

PHYSICAL PROPERTIES VALUE

Conductivity, umhos/an
Hardness
PH
Solids, Dissolved, mg/1 
Solids, Suspended, mg/1 
Turbidity, NTU

INORGANIC & NONMETALLIC VALUE

Alkalinity 
Bicarbonate 
Carbonate, mg/1 
Chloride, mg/1 
Cyanide, Total, mg/1 
Cyanide, WAD, mg/1 
Cyanide, Free, mg/1 
Fluoride, mg/1 
Nitrogen, Ammonia, mg/1 
Nitrogen, Nitrate, mg/1 
Nitrogen, Nitrite, mg/1 
Sulfate, mg/1

METALS mg/1 DISSOLVED TOTAL

Aluminira • •

Antimony • •

Arsenic • •

Barium • •

Beryl 1 inn • •

Boron • •

Cadmium • •

Calcium • ■

Chromium • ■

Cobalt • •

Copper • •

Gold • •

Iron • •

Lead •

Lithium • •

Magnesium • •

Manganese • •

Mercury • •

Molybdenum • •

Nickel • •

Potassium • •

Selenium • •

Silicon • •

Silver • •

Sodium • •

Strontiun • •

Vanadium • •

Zinc • •

SPECIAL TESTS VALUE

ACIDITY 6120.



MID-CONTINENT
TESTING LABORATORIES. INC.

m»G« rECMNKXOGv 0»l anai>S«S 
AND €N'.tfiONM€NTAi TES’’ NG nr

2381 S Plaza Dr • PO Box 3388 • Rapid City. SD 57709 
(605)348-0111

------------------ ------------------------------------------------------------------------')

STAN MICHALS 
BROHM MINING OCRP.
P.O. BOX 485 
DEADLOCK), SD 57732

s______________________________________________________________________________________________ ___________________

SAMPLE NAME: RUBY DUMP 
DESCRIPTION:
SAMPLE DATE: 06/24/96 
SAftPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER: 
LAB NUMB&l: 

CATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W1000
19960625107 
06/25/96 
06:45 AM 
06/26/96

PHYSICAL PROPERTIES VALUE METALS Ug/1 DISSOLVED TOTAL

Conductivity, undtos/ca • AllMilM
Hardhess • Ant iaony
PH • Arsenic
Solids, Dissolved, ag/1 e Bariiaa
Solids, Suspended, ag/1 e Beryllium
Turbidity, NTU e Boron

Cadfaium
Calciua

INORGANIC & NCN4ETALLIC VALUE Chroaium
Cobalt
CopperAlkalinity •

Bicarbonate • Gold
Carbonate, ag/1 • Iran
Chloride, ag/1 e Lead
Cyanide, Total, ■(/! e Lithiim
Cyanide, WAD, ag/1 • Magnesium
Qranide, Free, ag/1 • Manganese
Fluoride, ag/1 e Mercury
Nitrogen, Aaonia, ag/1 • Molybdenua
Nitrogen, Nitrate, ag/1 * Nickel
Nitrogen, Nitrite, ng/1 • Potassium
Sulfate, ng/1 • Selenium

Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

SPECIAL TESTS VALUE

ACIDITY 8550



2381 S Plaza Dr. • PO Box 3388 • Rapid City. SD 57709 
(605)348-0111

f------------------------------------------------------------------------------------------------------------------------------------------------------------------------------\

STAN MICHALS 
BROW MINING OQRP.
P.O. BOX 485 
DEADWOOD, SD 57732

>__________________________________________________________________________________________________________________ _

SAMPLE NAME: RUBY DUMP

DESCRIPTION:
SAMPLE DATE: 06/24/96

SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER: W1000
LAB NUMBER: 19960625107 

DATE RECEIVED: 06/25/96 
TIME RECEIVED: 06:45 AM 

REPORT DATE: 06/26/96

PHYSICAL PROPERTIES VALUE

Conductivity, umhos/cro
Hardness
PH
Solids, Dissolved, rag/1 
Solids, Suspended, rag/1 
Turbidity, NTO

INORGANIC b. NONMETALLIC VALUE

Alkalinity 
Bicarbonate 
Carbonate, mg/1 
Chloride, mg/1 
Cyanide, Total, rag/1 
Cyanide, WAD, ing/1 
Cyanide, Free, mg/1 
Fluoride, mg/1 
Nitrogen, Anmonia, mg/1 
Nitrogen, Nitrate, mg/1 
Nitrogen, Nitrite, rag/1 
Sulfate, rag/1

METALS mg/1 DISSOLVED TOTAL

Aluminum • •

Antimony • •

Arsenic • e

Bariun a •

Beryllium • •

Boron • •

CaAniun • •

Calcium • •

Chromium • •

Cobalt • •

Copper • •

Gold • •

Iron • •

Lead • •

Lithium • •

Magnesiisn • •

Manganese • •

Mercury • •

Molybdenum • •

Nickel • •

Potassium • •

Seleniisn • •

Silicon • •

Silver • •

Sodiun • •

Strontium • •

Vanadium • •

Zinc • •

SPECIAL TESTS VALUE

ACIDITY 8550. APPROVED BY: 

DATE:



TESTING LABORATORIES. INC.
HIGH TECHNOLOGY oil analysis 
AND ENVIRONMENTAL TESTING

MID-CONTINENT

2381 S. Plaza Dr • P.0, Box 3388 • Rapid City, SD 57709 
(605) 348-0111

-----------------------------------------------------------------------------------------------_

STAN MICHALS 
BROW MINING CCRP.
P.O. BOX 485 
DEADWOOD, SD 57732

«__________________________________________________________________ _

PHYSICAL PROPERTIES

Conductivity, umhos/cm
Hardness
PH
Solids, Dissolved, mg/1 
Solids, Suspended, nag/1 
Turbidity, NTO

INORGANIC & NONKETALLIC

Alkalinity 
Bicarbonate 
Carbonate, mg/1 
Chloride, mg/1 
Cyanide, Total, ng/1 
Cyanide, WAD, mg/1 
Cyanide, Free, mg/1 
Fluoride, mg/1 
Nitrogen, Amnonia, mg/1 
Nitrogen, Nitrate, mg/1 
Nitrogen, Nitrite, mg/1 
Sulfate, mg/1

VALUE METALS mg/1

Aluminum 
. Antimony
. Arsenic

Barium
. Beryllium
. Boron

Cadmium
Calcium

VALUE Chromium
----------  Cobalt

. Copper

. Gold

. Iron

. Lead

. Lithium

. Magnesium

. Manganese

. Mercury

. Molybdenum
* Nickel
. Potassium
. Selenium

Silicon 
Silver 
Sodium 
Strontium 
Vanadium 
Zinc

SPECIAL TESTS VALUE

ACIDITY 10400. APPROVED BY

DATE

SAMPLE NAME: RUBY DUMP

DESCRIPTION:
SAMPLE DATE: 07/01/96

SAMPLE TIME:

SAMPLED BY:

ACCOUNT NUMBER: W1000
LAB NUMBER: 19960702206 

DATE RECEIVED: 07/02/96 
TIME RECEIVED: 06:30 AM 

REPORT DATE: 07/03/96

DISSOLVED TOTAL



TESTING LABORATORIES, INC.
HIGH TECHNOLOGY oil ANALYSIS 
AND ENVIRONMENTAL TESTING

MID-CONTINENT

2381 S. Plaza Dr • PO. Box 3388 • Rapid City, SD 57709 
(605) 348-0111

------------------------------------------------------------------------------------------- ■—x

STAN MICHALS 
BROHM MINING OORP.
P.O. BOX 485 
DEADWOOD, SD 57732

--------------- ------------------------------------------------------------------------------- -

SAMPLE NAME: RUBY DUMP 
DESCRIPTION:
SAMPLE DATE: 07/01/96 
SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER: W1000
LAB NUMBER: 19960702206 

DATE RECEIVED: 07/02/96 
TIME RECEIVED: 06:30 AM 

REPORT DATE: 07/03/96

PHYSICAL PROPERTIES VALUE

Conductivity, umhos/cm
Hardness
PH
Solids, Dissolved, mg/1 
Solids, Suspended, mg/1 
Turbidity, NTU

INORGANIC & NONMETALLIC VALUE

Alkalinity 
Bicarbonate 
Carbonate, mg/1 
Chloride, mg/1 
Cyanide, Total, mg/1 
Cyanide, WAD, mg/1 
Cyanide, Free, mg/1 
Fluoride, mg/1 
Nitrogen, Ammonia, mg/1 
Nitrogen, Nitrate, mg/1 
Nitrogen, Nitrite, mg/1 
Sulfate, mg/1

METALS mg/1 DISSOLVED TOTAL

Aluminum • •

Antimony • •

Arsenic • •

Bar inn • •

Beryllium • •

Boron • •

Cadmium • •

Calcium • •

Chromium • •

Cobalt • •

Copper • •

Gold • •

Iron • •

Lead • •

Lithiun • •

Magnesium • •

Manganese • •

Mercury • •

Molybdenum • •

Nickel • •

Potassium • •

Seleniun • •

Silicon • •

Silver • 4 •

Sodiun • •

Strontium • •

Vanadium • •

Zinc • •

SPECIAL TESTS VALUE

ACIDITY 10400. APPROVED BY: 

DATE: 6



2381 S. Plaza Dr • PO. Box 3388 • Rapid City, SD 57709 
(605) 348-0111

f N

STAN MICHALS 
BRCHM MINING OGRP.
P.O. BOX 485 
DEADWOOD, SD 57732

v_________________ I_________________________________________ >

PHYSICAL PROPERTIES

Conductivity, umhos/cm
Hardness
PH
Solids, Dissolved, mg/1 
Solids, Suspended, mg/1 
Turbidity, NTTJ

INORGANIC & NONMETALLIC

Alkalinity 
Bicarbonate 
Carbonate, mg/1 
Chloride, mg/1 
Cyanide, Total, mg/1 
Cyanide, WAD, mg/1 
Cyanide, Free, mg/1 
Fluoride, mg/1 
Nitrogen, Aranonia, mg/1 
Nitrogen, Nitrate, mg/1 
Nitrogen, Nitrite, mg/1 
Sulfate, mg/1

SPECIAL TESTS

VALUE METALS n«/l

. Aluminum

. Antimony

. Arsenic

. Barium

. Beryllium

. Boron
Cacknium
Calcium

VALUE Chromi um
----------  Cobalt

. Copper

. Gold

. Iron

. Lead

. Lithium

. Magnesi um

. Manganese

. Mercury

. Molybdenum

. Nickel

. Potassium

. Selenium
Silicon 
Silver 
Sodium 
Strontium 
Vanadium 
Zinc

VALUE

ACIDITY 10340. APPROVED BY

DATE

SAMPLE NAME: RUBY DUMP

DESCRIPTION:
SAMPLE DATE: 07/09/96

SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER: W1000
LAB NUMBER: 19960710206 

DATE RECEIVED: 07/10/96 
TIME RECEIVED: 06:30 AM 

REPORT DATE: 07/10/96

DISSOLVED TOTAL



MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS 
AND ENVIRONMENTAL TESTING

2381 S Plaza Dr • PO Box 3388 • Rapid City. SD 57709 
(605) 348 0111

—

STAN MICHALS 
BROHM MINING OORP.
P.O. BOX 485 
DEADWOOD, SD 57732

__________________ ____________________________________________

PHYSICAL PROPERTIES VALUE METALS rag/1

Conductivity, umhos/an
•

Aluminum
Hardness

•
Antimony

PH
•

Arsenic
Solids, Dissolved, mg/1

•
Barium

Solids, Suspended, mg/1
•

Beryllium
Turbidity, NTU

• Boron
Cadmium
Calcium

INORGANIC & NONMETALLIC VALUE Chromium
Cobalt

Alkalinity
• Copper

Bicarbonate
•

Gold
Carbonate, mg/1

•
Iron

Chloride, mg/l
•

Lead
Cyanide, Total, mg/1

•
Lithium

Cyanide, WAD, mg/1
• Magnesium

Cyanide, Free, mg/1
• Manganese

Fluoride, mg/1
• Mercury

Nitrogen, Ammonia, mg/1
•

Molybdenum
Nitrogen, Nitrate, rag/1

•
Nickel

Nitrogen, Nitrite, mg/1
• Potassium

Sulfate, rag/1
•

Selenium
Si1icon
Silver
Sodium
Strontium
Vanadium
Zinc

SPECIAL TESTS VALUE

ACIDITY 10340. APPROVED BY

DATE

SAMPLE NAME: RUBY DIM*

DESCRIPTION:
SAMPLE DATE: 07/09/96

SAMPLE TIME:

SAMPLED BY:

ACCOUNT NUMBER: W1000
LAB NUMBER: 19960710206 

DATE RECEIVED: 07/10/96 
TIME RECEIVED: 06:30 AM 

REPORT DATE: 07/10/96

DISSOLVED TOTAL



2381 S. Plaza Dr. • P.0 Box 3388 • Rapid City. SD 57709 
(605) 348-0111

----------------------------------------------------------------------------------------------- .

STAN MICHALS 
BROW MINING OCRP.
P.O. BOX 485 
DEADWOOD, SD 57732

----------------------------------------------------------------------------------------------- -

PHYSICAL PROPERTIES

Conductivity, mhos/cm
Hardness
PH
Solids, Dissolved, rag/1 
Solids, Suspended, mg/1 
Turbidity, NTU

INORGANIC & NOWET ALL IC

Alkalinity 
Bicarbonate 
Carbonate, mg/1 
Chloride, mg/1 
Cyanide, Total, mg/1 
Cyanide, WAD, mg/1 
Cyanide, Free, mg/1 
Fluoride, mg/1 
Nitrogen, Amnonia, mg/1 
Nitrogen, Nitrate, mg/1 
Nitrogen, Nitrite, mg/1 
Sulfate, mg/1

VALUE METALS mg/1

. Al minim

. Antimony

. Arsenic

. Barium

. Berylliim

. Boron
Cacknium
Calcium

VALUE Chramim
----------  Cobalt

. Copper
Gold

. Iron

. Lead

. Lithiira

. Magnesium

. Manganese

. Mercury

. Molybdenum

. Nickel

. Potassiim

. Selenium
Silicon 
Silver 
Sodiun 
Strontium 
Vanadim 
Zinc

SPECIAL TESTS VALUE

ACIDITY 9880. APPROVED BY

DATE

SAMPLE NAME: RUBY DUMP

DESCRIPTION:
SAMPLE DATE: 07/16/96

SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER: W1000
LAB NUMBER: 19960717309 

DATE RECEIVED: 07/17/96 
TIME RECEIVED: 06:45 AM 

REPORT DATE: 07/17/96

DISSOLVED TOTAL



TESTING LABORATORIES. INC.
HIGH TECHNOLOGY OIL ANALYSIS 
AND ENVIRONMENTAL TESTING

MID-CONTINENT

2381 S. Plaza Dr • P.O Box 3388 • Rapid City. SD 57709 
(605) 348-0111

(----------------------------------------------------------------------------------------------

STAN MICHALS 
BROHM MINING CORP.
P.O. BOX 485 
DEADWOOD, SD 57732

------------------ ----- ----------------------- --------------------------------------- J

PHYSICAL PROPERTIES VALUE METALS mg/1

Conductivity, umhos/cm • Aluminum
Hardness • Antimony
PH • Arsenic
Solids, Dissolved, mg/1 • Barium
Solids, Suspended, mg/1 • Beryllium
Turbidity, NTU • Boron

Cadmium
Calcium

INORGANIC & NONMETALLIC VALUE Chromium
Cobalt
CopperAlkalinity •

Bicarbonate • Gold * *
Carbonate, ing/1 • Iron
Chloride, mg/1 •

Lead
Cyanide, Total, rag/1 • Lithium
Cyanide, WAD, mg/1 • Magnesium
Cyanide, Free, mg/1 • Manganese
Fluoride, mg/l • Mercury
Nitrogen, Amnonia, mg/1 • Molybdenum
Nitrogen, Nitrate, mg/1 • Nickel
Nitrogen, Nitrite, mg/1 • Potassium
Sulfate, mg/1 • Seleniian

Si1icon 
Silver
Sodium
Strontium
Vanadium
Zinc

SPECIAL TESTS VALUE

ACIDITY 9880. APPROVED BY!

SAMPLE NAME: RUBY DUMP

DESCRIPTION:
SAMPLE DATE: 07/16/96

SAMPLE TIME:

SAMPLED BY:

ACCOUNT NUMBER: W1000
LAB NUMBER: 19960717309 

DATE RECEIVED: 07/17/96 
TIME RECEIVED: 06:45 AM 

REPORT DATE: 07/17/96

DISSOLVED TOTAL

DATE


